
 

 
 
 
 
 

Before Specifications 

Endurance 

+105℃, 5000h, rated voltage applied (SXV Series, SXE Series) 

Capacitance Change Within ±20% of the initial value 

tan ≦ 150% of the initial limit 

E.S.R. ≦ 150% of the initial limit 

DC Leakage Current Within the initial value 

After Specifications 

Endurance 

+125℃, 1000h, rated voltage applied 

Capacitance Change Within ±20% of the initial value 

tan ≦ 200% of the initial limit 

E.S.R. ≦ 200% of the initial limit 

DC Leakage Current Within the initial value 

 


